DS R (o H SReport No.: BST1610884440002Y-1RR-4
Shenzhen BST Technology Co., Ltd

CONSOLIDATED TEST REPORT

SAMPLE INFORMATION:

Sample Description: AIR

Trade Mark: SUORIN

Model, Specification, Grade: AIR 1.0, AIR 2.0, AIR 3.0, AIR 4.0, AIR 5.0, AIR 6.0
Serial/Batch No of Sample: ——————-

Manufactured Date: —————-

Manufacturer: SHENZHEN ZESUM TECHNOLOGY CO., LTD

Manufacturer Address: A3 Building, Silicon Valley Power Intelligent Terminal
Industrial Park, No.20 Dafu Rd Guanlan Shenzhen.
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CLIENT INFORMATION:
1. Applicant: SHENZHEN GOLDREAMS TECHNOLOGY CO.,LTD
2. Applicant Address: Al4 Building, Silicon Valley Power Intelligent Terminal
Industrial Park, No.20 Dafu Rd Guanlan Shenzhen.
3. Applicant Post Code: ———
Applicant Telephone: ———
5. Test Standards:

e

IEC62321: 2013

REMARKS :

1. The test data obtained and the report issued by laboratories other than BST
are provided by the applicant to us for data consolidation purposes. The report
shall not be reproduced in part without written approval of us.

2. Characterization & Condition of sample: Normal.

Ambient Condition During Testing: (15°22) °C (20740) %RH

4. Date of Consolidated : Oct. 12, 2016
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Approved by:

Add: Building No.23-24, Zhiheng Industrial Park, Guankouer Road, Nantou,Nanshan District,Shenzhen,Guangdong,China
Certificate Search: http://www.bst-lab.com, Tel:400-882-9628, 8009990305, E-mail:christina@bst-lab.com
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Shenzhen BST Technology Co., Ltd

R 0 H SReport No.: BST1610884440002Y-1RR-4

CONSOLIDATED TEST REPORT

No.

Component

Material

Issue
Body

Report No.& Issue Date

Test
Data(PPM)

01

SHELL

SGS

CANEC0904727801
DATE:SEP.07,2015

Cd:N.D
Pb:N.D
Hg:N.D
Cr®*:N.D
PBBS:N.D
PBDES:N.D

02

PCB

SGS

CE/2009/71716
DATE:OCT.14,2015

Cd:N.D
Pb:N.D
Hg:N.D
Cr®*:N.D

03

ALUMINUM
SHELL

SGS

CE/2009/10718A
DATE:SEP.10,2015

Cd:N.D
Pb:N.D
Hg:N.D
Cr%*:N.D
PBBS:N.D
PBDES:N.D

04

IC

SGS

CE/2009/B4833
DATE:SEP.13,2015

Cd:N.D
Pb:N.D
Hg:N.D
Cré*:N.D

05

RESISTANCE

SGS

JP/2010/021702
DATE:NOV.02,2015

Cd:N.D
Pb:N.D
Hg:N.D
Cr%*:N.D
PBBS:N.D
PBDES:N.D

06

INDUCTANCE

SGS

CANEC1000920101
DATE:NOV.19,2015

Cd:N.D
Pb:N.D
Hg:N.D
Cr®*:N.D
PBBS:N.D
PBDES:N.D

07

THE
TRANSFORME
R

SGS

CE/2009/51418
DATE:NOV.26,2015

Cd:N.D
Pb:N.D
Hg:N.D
Cr®*:N.D
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R o H SReport No.: BST1610884440002Y-1RR-4

S Shenzhen BST Technology Co., Ltd
CONSOLIDATED TEST REPORT
< Issue Test

No. Component Material Body Report No.& Issue Date Data(PPM)
Cd:N.D
Pb:N.D

KA/2009/B0072A-04 Hg:N.D

i i e DATE:NOV.20,2015 Cr®*:N.D
PBBS:N.D
PBDES:N.D

P=PASS

ND=NOT DETECTED
ppm=PARTS PER MILLION

END OF REPORT
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